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\ | Y 4 Certificate of analysis

Biodegradation of Cobiolube Biolubricant
Sample arrived: 9.2.2017; Starting date: 10.2.2017
Biodegradation degree 100 %

The determination was performed according to standard OECD 301F.
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Biodegradation of Cobiolube Chain

Sample arrived: 9.2.2017; Starting date: 10.2.2017
Biodegradation degree 100 %

The determination was performed according to standard OECD 301F.
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